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Abstract: Human mesenchymal stem/stromal cells (hMSCs) have been investigated and proven
to be a well-tolerated, safe therapy for a variety of indications, as shown by over 900 registered
hMSC-based clinical trials. To meet the commercial demand for clinical manufacturing of hMSCs,
production requires a scale that can achieve a lot size of ~100B cells, which requires innovative
manufacturing technologies such as 3D bioreactors. A robust suspension bioreactor process that
can be scaled-up to the relevant scale is therefore crucial. In this study, we developed a fed-batch,
microcarrier-based bioreactor process, which enhances media productivity and drives a cost-effective
and less labor-intensive hMSC expansion process. We determined parameter settings for various
stages of the culture: inoculation, bioreactor culture, and harvest. Addition of a bioreactor feed,
using a fed-batch approach, was necessary to replenish the mitogenic factors that were depleted from
the media within the first 3 days of culture. Our study resulted in an optimized hMSC culture protocol
that consistently achieved hMSC densities between 2 × 105–6 × 105 cells/mL within 5 days with no
media exchange, maintaining the final cell population doubling level (PDL) at 16–20. Using multiple
hMSC donors, we showed that this process was robust and yielded hMSCs that maintained expansion,
phenotypic characteristic, and functional properties. The developed process in a vertical-wheel
suspension bioreactor can be scaled to the levels needed to meet commercial demand of hMSCs.

Keywords: bioreactor; hMSCs; microcarrier; bioprocess

1. Introduction

Human mesenchymal stem/stromal cells (hMSCs) have been investigated and proven to be a
well-tolerated, safe therapy for a variety of diseases [1], as indicated by over 900 registered hMSC-based
clinical trials in ClinicalTrials.gov as of 2019. Previous analysis of cell dose estimates from the
ClinicalTrials.gov website shows that most indications requiring hMSC treatment need a target
production lot size of ~100B cells [1,2], with some exceptions including low dose indications such
as ocular diseases [3]. Such production lot size requires a scalable manufacturing platform such
as 3D bioreactors, where MSC expansion in suspension is typically performed by growing cells on
adherent substrates such as microcarriers [4–6]. A robust suspension bioreactor process that can be
scaled-up is therefore crucial to meet this demand for clinical manufacturing of hMSCs, and this starts
with process development and optimization at a scaled-down bioreactor model.

To accommodate hMSC expansion in suspension bioreactors, it is critical to choose a bioreactor
platform that allows cell attachment to the microcarriers, homogeneously suspends the cells
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and microcarriers, as well as distributes gas and nutrients while imposing low shear, as hMSCs
are known to be sensitive to shear stress [7–9]. In addition to providing large cell numbers, an hMSC
manufacturing platform should facilitate maintenance of the hMSC undifferentiated cell state and
phenotype to retain their therapeutic potency. Among many bioreactor platforms, the stirred-tank
bioreactor has been extensively evaluated for hMSC expansion [10–13]. More recently, vertical-wheel
bioreactors have been developed to provide a uniform, low-shear fluid mixing environment for
efficient particle suspension. The agitation mechanics provided by the vertical impeller and the
shape of the bioreactor vessel allows for a better homogenization of the microcarriers with low
power input compared to commonly used cylindrical bioreactors with horizontal impellers [14].
The low power, and consequently low hydrodynamic shear, makes this bioreactor specifically a
great candidate for culture of shear-sensitive, anchorage dependent cells such as hMSCs [15,16].
In addition, this low shear environment remains constant across the full range of vessel sizes from
0.5 to 500 L [17]. For hMSC culture, it has been reported that the vertical-wheel bioreactor facilitated
higher cell-microcarrier attachment compared to the stirred-tank bioreactor and the generated hMSCs
showed a higher percentage of proliferative cells, lower percentage of apoptotic cells, and reduced levels
of HLA-DR positive cells compared to cells grown on stirred-tank bioreactors [18]. The availability of
this bioreactor platform in multiple scales, currently ranging from 0.1 L to 80 L, is also key as hMSC
manufacturing processes need to be developed with future scalability in mind. Thus, a low shear,
vertical-wheel bioreactor was chosen as the platform to develop our process.

In clinical hMSC manufacturing, there has been movement away from serum-containing
processes due to higher risk of graft rejection, immunoreactions, and virus contamination associated
with animal-derived products [19–21]. To ensure product safety, xeno-free (XF) supplements
such as human serum and human platelet lysate [19,22–24] have therefore become increasingly
incorporated in hMSC clinical manufacturing processes [21]. While XF MSC-microcarrier cultures
have been developed, it typically involves full or partial media exchanges to manage nutrient supply
and waste build-up [25–29]. Borrowing from best practices in the monoclonal antibody field, fed batch
processes can lead to high media productivity [30], as defined in the Glossary for Cell & Gene Therapy
and Regenerative Medicine as millions of cells/liter of media consumed [31]. Optimizing this media
productivity is critical as media is the major cost driver in cell manufacturing [30], which also carries
the hidden costs of labor associated with media exchange.

Another paradigm for consideration is perfusion, in which media is continuously circulated
through the culture, therefore simultaneously supplying nutrients and removing waste from the
culture. While perfusion offers a continuous process and can achieve high cell densities, it utilizes large
quantities of media and consequently induces high media costs and logistics/supply chain issues [32].
Thus, perfusion has not been widely adopted at larger scales. In addition, most hMSC culture process
development and pilot scale manufacturing utilize a fed-batch paradigm [33], making it a bigger
regulatory hurdle to switch to a perfusion process and demonstrate comparability [32]. For this reason,
a fed-batch process was developed in this study with future scalability in mind.

We established this fed-batch process in hMSC expansion in the vertical-wheel bioreactors, where
a fed-batch process showed a higher cell yield and therefore enhanced media productivity compared
to a batch process (Figure 1A,B). Addition of the bioreactor feed was necessary to replenish the growth
factors that were depleted from the media within the first 3 days of culture (Figure 1A). Formation of
cell-bead aggregates during the expansion process was observed (Figure 1C), with aggregate size
increasing over time.
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Figure 1. Fed-batch bioreactor culture paradigm. (A) Comparison study of a xeno-free (XF)
bioreactor process utilizing batch and fed-batch processes shows a distinct advantage of the fed-batch
process on final cell yield (n = 3). (B) Media productivity is enhanced using a fed-batch process.
(C) Images indicating typical cell growth on microcarriers during a 5-day culture in a vertical-wheel
bioreactor (* p ≤ 0.05). (D) Schematic of the bioreactor culture workflow using a fed-batch process.

With the fed-batch paradigm in place, further optimization of this MSC bioreactor culture process
is central to maximizing yields and recovering healthy, functional cells at harvest. To achieve that,
optimization studies need to be performed in the small-scale bioreactors prior to scaling up to a full
production scale. Various stages of a XF bioreactor culture need to be studied: cell and microcarrier
inoculation, seeding strategies, culture, feed, and harvest protocol (Figure 1D). Each of these steps is
associated with numerous parameters that need to be evaluated, which is the objective of our study.
In this paper, we developed and optimized a xeno-free, fed-batch, microcarrier-based culture process
in a scalable low-shear bioreactor system, resulting in consistent hMSC yield and maintenance of cell
health and characteristics following culture.

2. Materials and Methods

2.1. hMSC Planar Culture for Seed Train

hBM-MSC Working Cell Banks (WCB) from five adult donors (RoosterBio, Frederick, MD, USA)
were used in this study. These cells had been isolated and previously expanded under XF conditions
(PDL: 8-10, Passage number: 2). Cells were thawed and seeded at a density of 3000 cells/cm2 in
Corning® CellBIND® culture flasks (Corning Incorporated, Corning, NY, USA), in the accompanying
High Performance XF Media Kit (RoosterBio). Cells were cultured at 37 ◦C with 5% CO2. After 4 days,
cells were dissociated from the flasks with TrypLE™ Select Enzyme (Thermo Fisher Scientific, Waltham,
MA, USA), quenched with medium, then counted using the NucleoCounter® NC-200™ (Chemometec,
Allerod, Denmark). Cell suspension was then spun down at 300× g for 5 min and resuspended in
growth medium at a density of 1 × 106 cells/mL for cell inoculation in the following steps.
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2.2. hMSC Bioreactor Culture

Following the seed train, hMSCs were cultured on Corning® Low Concentration Synthemax™ II
microcarriers (Corning) inside PBS-0.1 single-use Vertical-Wheel™ bioreactors (PBS Biotech, Camarillo,
CA, USA). To seed the cells onto the microcarriers, a 1–6.3 mL cell suspension was inoculated into
the bioreactor containing 30 mL of medium and 0.75–2.5 g of microcarriers, resulting in cell seeding
density of 11,000–70,000 cells/mL, and areal density of 2222–9333 cells/cm2 of microcarrier surface.
To facilitate attachment, the cells were incubated for 20 min at static condition, then gently shaken
to re-distribute the cells and the microcarriers, and finally incubated for 20 more minutes to further
cell attachment to microcarriers. Our data showed that an average of 84% cell attachment could be
achieved using this seeding method (Figure S1).

At the end of the cell attachment duration, fresh culture medium was added to a total
volume of 90 mL. The PBS-0.1 vessel was placed on its controller base in a 5% CO2 incubator
and agitation was initiated at 25 rpm. On Day 3 of the bioreactor culture, an XF bioreactor feed,
RoosterReplenish™-MSC-XF (RoosterBio), was added at 2% of the working volume and agitation
speed was increased to 30 rpm.

2.3. Bioreactor Sampling

Daily sampling of the bioreactor was performed to quantify cell numbers as well as the metabolite
and waste profile to assess the kinetics of cell growth and media consumption. A 3 mL sample was
taken daily while the cells/microcarriers were in suspension at 30 rpm agitation. The cell/microcarrier
sample were left to sediment, the supernatant was isolated for medium analysis, and an equal volume
of TrypLE was added to dissociate the cells from the microcarriers. Following dissociation, the number
of cells was counted. The medium supernatant was analyzed using the BioProfile FLEX2 Analyzer
(Nova Biomedical, Waltham, MA, USA) to monitor the metabolite and waste concentration.

Visualization of cell attachment and cell/microcarrier aggregation was performed by obtaining a 1 mL
sample from the bioreactor and visualizing it under light microscopy (EVOS M5000 Cell Imaging System;
ThermoFisher Scientific).

2.4. In-Vessel Harvest

Following hMSC expansion in bioreactors for 5–6 days, in-vessel harvest was performed.
While bioreactor sampling provides the kinetics during culture, the most accurate quantification of total
cell yield after the culture duration is obtained through complete in-vessel harvest, minimizing any
potential errors from non-representative sampling when large cell-microcarrier aggregates are present
in the culture. After agitation is stopped and the cells/microcarriers settle to the bottom of the bioreactor,
the medium was removed and the remaining cells/microcarrier solution were washed with PBS.
TrypLE was added to the bioreactor at half of the working volume, and agitation was initiated
(20–100 rpm for 20–40 min) in a 37 ◦C incubator. Cells were then separated from the microcarriers
using a 100-µm cell strainer, quenched with an equal volume of medium, and then counted to obtain
the final harvest yield. Values are presented as concentrations (cells/mL) to emphasize the scalable
process that was being developed.

2.5. Analysis of Cell Health, Quality Attributes and Functionality

Evaluation of hMSC properties was conducted on the cells harvested from the bioreactor and
compared to the properties of cells that were expanded on 2D planar flasks, which served as a control.
Cell populations were evaluated for expression of MSC surface markers and differentiation potential
(to the adipo-, osteo-, and chondrogenic lineages). Functional properties of MSCs were also evaluated,
such as immunomodulatory function and angiogenic cytokine secretion.
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2.5.1. Cell Health Analysis

To determine the health of the hMSCs harvested from the bioreactor, cell expansion was quantified
by culturing the cells harvested from the bioreactor in CellBIND flasks for 5 days. Following a
5-day culture, cells were harvested and the fold expansion was quantified. Expansion capability of the
cells harvested from the bioreactor is an important measure of cell quality/health and is an important
validation of the bioreactor process following the final cell yield.

2.5.2. Tri-Lineage Differentiation

Qualitative evaluation of hMSC differentiation down adipo-, osteo-, and chondrogenic lineages
were performed on the cells harvested from the bioreactor and compared to those from the
2D flask controls. For adipogenic differentiation, harvested cells were cultured in STEMPRO®

Adipogenesis Differentiation Kit media (Gibco) for 7–14 days, then fixed and stained with
Oil Red O Solution (Sigma-Aldrich). For osteogenic differentiation, cells were cultured in
STEMPRO® Osteogenesis Differentiation Kit media (Gibco) for 14 days, then fixed and stained
with 2% Alizarin Red Stain (Lifeline Cell Technology, Walkersville, MD, USA). For chondrogenic
differentiation, cell pellets were generated in ultra-low attachment plates and cultured in STEMPRO®

Chondrogenesis Differentiation Kit media (Gibco) for 21 days, then fixed, sectioned, and stained with
Alcian Blue. All differentiated samples were imaged following staining and compared with matched
undifferentiated samples.

2.5.3. Flow Cytometry for Cell Surface Marker Expression

Cells dissociated from the microcarriers and harvested from the bioreactors were analyzed for the
expression of surface markers (CD73(+), CD90(+), CD105(+), CD166(+), CD14(−), CD34(−), CD45(−))
using flow cytometry and compared to those from 2D flask controls.

2.5.4. Immunomodulatory Function

Induction of indoleamine 2,3-dioxygenase (IDO) activity by exposure of hMSCs to the
pro-inflamatory cytokine interferon-gamma (IFN-γ) is central to the immunosuppressive function of
hMSCs [34–36]. hBM-MSCs harvested from the bioreactors were cultured for 24 ± 4 h, then washed
and stimulated with 10 ng/mL IFN-γ for 24 h. The cell supernatant was collected, and the kynurenine
concentration was measured using a spectrophotometric assay and normalized to number of cells and
days of incubation to obtain the amount of IDO secreted (expressed as pg kynurenine per cell per day).
This kynurenine level was then compared to the levels from the 2D flask controls.

2.5.5. Angiogenic Cytokine Secretion

MSCs have been shown to secrete cytokines which help promote tissue angiogenesis [37–39],
therefore we quantify the secretion of various angiogenic cytokine as a measure of cell functionality.
hBM-MSCs harvested from the bioreactors were cultured for 24 ± 4 h, then washed and switched
to medium supplemented with 2% FBS. After 24-h incubation, the supernatant was collected and
assayed for FGF, HGF, IL-8, TIMP-1, TIMP-2 and VEGF concentration using a MultiPlex ELISA
(Quansys Biosciences, Logan, UT, USA). Cytokine concentration was normalized to number of cells
and days of incubation to obtain cytokine secretion rates, and compared to the concentrations from the
2D flask controls.

2.6. Statistical Analysis

We previously quantified bioreactor-to-bioreactor variability within an experiment, and observed
the following coefficient of variation values: CV < 6% for final harvest density and CV < 2% for
post-bioreactor cell expansion (Figure S2). Due to these small variabilities, a ≥ 10% difference among
groups of different experimental parameters was deemed biologically meaningful. A sample size of
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n = 1 bioreactor per group in these kinetic experiments therefore still allowed for the determination of
the effects of the tested experimental parameters. This approach allowed for the breadth of experiments
presented here.

3. Results and Discussion

3.1. Cell and Microcarrier Inoculation Concentration in a Fixed Media Volume

To first determine the maximum expansion capability in a fixed media volume in the bioreactor, we
performed a fed-batch culture in bioreactors where a range of cell numbers and microcarriers amount were
seeded, from 1.25 g and 2.1 × 106 cells (1×) to three times the microcarriers and cell number at 3.75 g and
6.3 × 106 cells (3×). At 1.25 g, the microcarriers provide 450 cm2 surface area in 90 mL medium, which is
the recommended surface area to media volume ratio by the manufacturer. The cell density for the
1× condition is 23,333 cells/mL (4667 cells/cm2). The effect of media exchanges on the group with the highest
cell number and microcarriers (at a concentration that far exceed the manufacturer’s recommendations)
was also investigated (denoted as 3×∆∆ in Figure 2). Among the three fed-batch conditions, we observed
that bioreactor seeding with 2.1 × 106 cells with 1.25 g microcarriers resulted in the highest cell yield
(Figure 2A,B). In the groups where 4.2 × 106 cells or 6.3 × 106 cells were seeded, cell growth was limited
by the media, as shown by the decrease in cell density on day 3 or day 4 (Figure 2A). With two complete
media exchanges on day 3 and day 4 (instead of the bioreactor feed addition), growth of 6.3 × 106 cells
can be supported (Figure 2A, dotted line), justifying the media limitation in our fed-batch system at this
high cell-to-media ratio. Media exchanges, however, are costly [30], resulting in low media productivity
(Figure 2C), and completely untenable at larger bioreactor scales. Thus, a fed-batch paradigm is critical due
to its high media productivity (Figure 1B). We therefore selected 2.1 × 106 cells with 1.25 g microcarriers
for seeding, which then remained consistent during evaluation of subsequent process parameters.

Bioengineering 2020, 7, x FOR PEER REVIEW 6 of 16 

on the group with the highest cell number and microcarriers (at a concentration that far exceed the 
manufacturer’s recommendations) was also investigated (denoted as 3×ΔΔ in Figure 2). Among the 
three fed-batch conditions, we observed that bioreactor seeding with 2.1 × 106 cells with 1.25 g 
microcarriers resulted in the highest cell yield (Figure 2A,B). In the groups where 4.2 × 106 cells or 6.3 
× 106 cells were seeded, cell growth was limited by the media, as shown by the decrease in cell density 
on day 3 or day 4 (Figure 2A). With two complete media exchanges on day 3 and day 4 (instead of 
the bioreactor feed addition), growth of 6.3 × 106 cells can be supported (Figure 2A, dotted line), 
justifying the media limitation in our fed-batch system at this high cell-to-media ratio. Media 
exchanges, however, are costly [30], resulting in low media productivity (Figure 2C), and completely 
untenable at larger bioreactor scales. Thus, a fed-batch paradigm is critical due to its high media 
productivity (Figure 1B). We therefore selected 2.1 × 106 cells with 1.25 g microcarriers for seeding, 
which then remained consistent during evaluation of subsequent process parameters. 

 
Figure 2. Determination of cell and microcarrier inoculation number. (A) Growth kinetics in 
bioreactors for various cell numbers and microcarrier during seeding, as well as media exchanges. 
Cell counts were obtained from sampling. (B) Final harvest density obtained from in-vessel harvest. 
At the highest tested cell-to-media ratio, cell growth can only be supported through media exchanges. 
(C) Media productivity comparison shows the disadvantage of media exchanges despite the high cell 
yield. Tested groups are 1×: 2.1 × 106 cells and 1.25 g; 2×: 4.2 × 106 cells and 2.5 g; 3×: 6.3 × 106 cells and 
3.75 g; and 3×ΔΔ: 6.3 × 106 cells and 3.75 g with media exchanges on Days 3 and 4. 

3.2. Bioreactor Seeding Strategies: Cell and Microcarrier Concentrations at Inoculation 

The effects of cell seeding parameters, i.e., cell numbers and microcarrier surface area, were each 
investigated independently. First, various cell numbers were seeded into the bioreactor with 1.25 g 
microcarriers: 1 × 106 cells (2222 cells/cm2 seeding density), 2.1 × 106 (4667 cells/cm2 seeding density), 
and 4.2 × 106 cells (9333 cells/cm2 seeding density). Seeding of 2.1 × 106 and 4.2 × 106 cells resulted in 
similar yield of 4 × 105 cells/mL, while bioreactor seeding with 1 × 106 cells resulted in the lowest yield 
(Figure 3A(i,ii)). However, a high cell number at inoculation (4.2 × 106 cells) reached a growth plateau 
after 3 days despite the addition of a bioreactor feed on Day 3 (Figure 3A(i)). Note that it is best 
practice to harvest cells during the exponential growth phase while proliferation still occurs (not 
during the plateau) to help ensure the maintenance of the hMSC phenotype. Inoculation with 2.1 × 
106 cells resulted in both the highest observed cell yield and maintained post-bioreactor cell health, 
as shown by the expansion of the cells harvested from the bioreactor, which is similar to that of the 
2D control (Figure 3A(iii)). Higher post-bioreactor expansion potential of the cells from the 1M group 
is likely due to the observed lower proliferation within the bioreactor, resulting in cells with a lower 
population double level (PDL). Medium analysis from all three bioreactor conditions revealed 
observable glucose consumption and lactate production over the culture duration (Figure 3A(iv)), 
with the 4.2 × 106 group with the highest nutrient consumption and waste production. Taken together, 
these results indicated the use of 2.1 × 106 cells (23,333 cells/mL) as the cell inoculation density in 
subsequent studies, as after 5 days of culture the cell yield is maximized, and cell health is maintained. 

Figure 2. Determination of cell and microcarrier inoculation number. (A) Growth kinetics in bioreactors
for various cell numbers and microcarrier during seeding, as well as media exchanges. Cell counts were
obtained from sampling. (B) Final harvest density obtained from in-vessel harvest. At the highest tested
cell-to-media ratio, cell growth can only be supported through media exchanges. (C) Media productivity
comparison shows the disadvantage of media exchanges despite the high cell yield. Tested groups are
1×: 2.1 × 106 cells and 1.25 g; 2×: 4.2 × 106 cells and 2.5 g; 3×: 6.3 × 106 cells and 3.75 g; and 3×∆∆:
6.3 × 106 cells and 3.75 g with media exchanges on Days 3 and 4.

3.2. Bioreactor Seeding Strategies: Cell and Microcarrier Concentrations at Inoculation

The effects of cell seeding parameters, i.e., cell numbers and microcarrier surface area, were each
investigated independently. First, various cell numbers were seeded into the bioreactor with 1.25 g
microcarriers: 1 × 106 cells (2222 cells/cm2 seeding density), 2.1 × 106 (4667 cells/cm2 seeding density),
and 4.2 × 106 cells (9333 cells/cm2 seeding density). Seeding of 2.1 × 106 and 4.2 × 106 cells resulted
in similar yield of 4 × 105 cells/mL, while bioreactor seeding with 1 × 106 cells resulted in the lowest
yield (Figure 3(Ai,Aii)). However, a high cell number at inoculation (4.2 × 106 cells) reached a growth
plateau after 3 days despite the addition of a bioreactor feed on Day 3 (Figure 3(Ai)). Note that it
is best practice to harvest cells during the exponential growth phase while proliferation still occurs
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(not during the plateau) to help ensure the maintenance of the hMSC phenotype. Inoculation with
2.1 × 106 cells resulted in both the highest observed cell yield and maintained post-bioreactor cell
health, as shown by the expansion of the cells harvested from the bioreactor, which is similar to that of
the 2D control (Figure 3(Aiii)). Higher post-bioreactor expansion potential of the cells from the 1M
group is likely due to the observed lower proliferation within the bioreactor, resulting in cells with a
lower population double level (PDL). Medium analysis from all three bioreactor conditions revealed
observable glucose consumption and lactate production over the culture duration (Figure 3(Aiv)),
with the 4.2 × 106 group with the highest nutrient consumption and waste production. Taken together,
these results indicated the use of 2.1 × 106 cells (23,333 cells/mL) as the cell inoculation density in
subsequent studies, as after 5 days of culture the cell yield is maximized, and cell health is maintained.Bioengineering 2020, 7, x FOR PEER REVIEW 7 of 16 
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Figure 3. Optimization of bioreactor seeding parameters at fixed microcarrier amount (A; 1.25 g),
or fixed cell number (B; 2.1 × 106 cells). (A) Effect of cell seeding numbers on bioreactor culture
yield with 1.25 g microcarriers, and (B) effect of microcarrier density on bioreactor culture yield with
2.1 × 106 cells seeded. For both optimizations, we presented hMSC growth kinetics in bioreactors based
on cell density from daily sampling (i), final density obtained from an in-vessel harvest (ii), expansion of
cells harvested from the bioreactors compared to the 2D control (iii), and analysis of nutrient and waste
in medium during culture (iv). Both seeding parameter studies support bioreactor seeding with 1.25 g
of microcarriers and 2.1 × 106 cells (4667 cells/cm2) to optimize for the cell yield and post-bioreactor
expansion, while minimizing costs associated with materials.

With the cell to media ratio established at 2.1 × 106 cells and 90 mL, the effect of seeding density
was then investigated. The amount of microcarriers were varied, providing a range of available surface
area for cell growth: 0.75 g (270 cm2), 1.25 g (450 cm2), and 2.5 g (900 cm2), which corresponds to seeding
density of 7777 cells/cm2, 4667 cells/cm2, and 2333 cells/cm2, respectively. The growth kinetics and final
cell yield after a 5-day culture were similar among the three conditions (Figure 3(Bi,Bii)). Analysis of
nutrient and waste concentration in the medium also showed comparable glucose consumption/lactate
production profiles in all three bioreactor conditions (Figure 3(Biv)). However, the cells harvested from
the bioreactor with 0.75 g microcarriers (7777 cells/cm2) showed markedly reduced expansion compared
to the other conditions with 1.25 g (4667 cells/cm2) and 2.5 g microcarriers (2333 cells/cm2), as well as the
2D control (Figure 3(Biii)). Thus, although bioreactor inoculation with 2.5 g microcarriers resulted in
similar biological metrics (final harvest density, post-bioreactor cell expansion, and metabolite profile),
1.25 g was preferred due to the reduction in materials cost, which has notable impact when processes
are scaled up to the pilot and production level (potentially hundreds to thousands of liters).

These results indicate the use of 2.1 × 106 cells and 1.25 g microcarriers for bioreactor inoculation.
The formation of hMSC-microcarrier aggregates associated with these bioreactor seeding studies is
shown in Figure S3, where aggregate size at Day 5 was seen to be independent of cell numbers or
microcarrier amount at seeding. This qualitative assessment of the bioreactor culture looks largely
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similar for all of the experiments; therefore, typical pictures are not shown for the remainder of
the study.

3.3. Bioreactor Culture Parameters: Agitation Speed, Day of Bioreactor Feed, Microcarrier Addition

We have shown that the addition of a bioreactor feed is necessary to obtain optimal cell growth
(Figure 1A) without costly media exchanges (Figure 2A). With the fed-batch process in place,
further optimization on the bioreactor culture process was performed. The increase of agitation
speed on Day 3 was initiated due to the rapid cell growth following the feed addition, which often
results in a high degree of cell aggregation (Figure 1C, Figure S3). Cell/microcarrier aggregation can be
caused by cell-cell connections aided by the production of extracellular matrix (ECM) [40], which acts
as an adhesive to bridge microcarriers upon collision during culture. This phenomenon started to
be evident on Day 3 of the culture (Figure 1C). Subsequent increase in aggregate size may be due to
increased cell number following the bioreactor feed addition and hence increased production of ECM.

Extensive cell aggregation has been mentioned to possibly correlate with the end of the exponential
growth phase, as the cells within these aggregates were unable to receive sufficient nutrients and
oxygen [41]. In fact, cell viability in hMSC aggregates has been shown to decrease as aggregate size
increases due to limited nutrient transfer to the cells [40,42], therefore for optimal cell yield inside the
bioreactor, aggregate size needs to remain small enough for it to continue being viable during culture.

To prevent cells from forming large aggregates, agitation speed can be varied. The cell/microcarrier
suspension was subjected to two agitation speeds following addition of the bioreactor feed on Day 3:
30 rpm or 45 rpm. The bioreactor culture that is subjected to higher agitation speed showed slower
growth after Day 3 (Figure 4A). A similar trend has been observed in other suspension bioreactor systems,
where agitation above the optimal speed that keeps the cells in suspension results in a decrease in
cell yield [43]. The reduction of cell growth at a higher agitation speed could be attributed to local
shear-induced mechanical damage/cell detachment [8,9] or high levels of lactate production that
inhibits cell growth [43].
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Figure 4. Optimization of bioreactor culture process. (A) Effect of bioreactor agitation speed on
hMSC growth. Higher agitation speed (45 rpm) results in lower final cell yield. (B) Cell health
following bioreactor culture. Cells harvested from the bioreactor on Day 6 showed 30% reduced
expansion potential. (C,D) Effect of bioreactor feed timing on hMSC growth. Addition of feed on Day 3
results in the highest cell yield. (E) Effect of microcarrier addition during culture. Addition of 1.25 g of
microcarriers (additional 450 cm2 of surface area) to increase growth surface area during culture did
not influence overall hMSC growth.
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The cell growth kinetics also showed a decline in cell density after 5 days of culture (Figure 4A).
In addition, when cells sampled from each day of bioreactor culture were plated, we observed >30%
decline in expansion potential for cells harvested from Day 6 compared to Day 5 (Figure 4B). To both
maximize cell yield and maintain post-harvest cell health, bioreactor harvest was therefore performed
on Day 5 moving forward.

Another process parameter that is critical during a fed-batch bioreactor culture is the timing of the
feed addition. Investigation of the effect of dynamic nutrient feeding in bioreactors has been performed
in other cell types, where feedback control on nutrient demand was utilized to optimize for efficient
cell metabolism [44,45]. Similarly, in our system, the effect of feeding time was evaluated. We observed
that culture with feed on Day 4 resulted in a yield that was >25% lower than culture fed on Day 3
(Figure 4C,D). As seen in the shape of the growth kinetic curves, feed addition on Day 3 is necessary
to maintain exponential cell growth over 5 days, while Day 4 addition was after media limitations
had led to irreversible adverse effects on growth rates. In separate experiments, we also observed that
addition of feed on Day 2 or the addition of two feeds (on Day 3 and 4, or Day 2 and 4), did not result
in higher cell yield compared to feed addition on Day 3 (data not shown). This was consistent with
our cytokine analysis data from the bioreactor spent media, which showed rapid depletion of FGF
in bioreactor culture within days (Figure S4). The bioreactor feed was therefore added on Day 3 to
replenish the media in subsequent studies.

Bead-to-bead cell transfer has been demonstrated in cultures of various cell types in various
bioreactor systems [46–49]. The addition of fresh, empty microcarriers to an ongoing suspension culture
could therefore potentially increase yield by providing additional area for cell growth (assuming media
is not the limitation). For hMSCs, it has been reported that the bead-to-bead transfer process depends on
the microcarrier substrate and culture medium [48]. In this system, the addition of 1.25 g of microcarriers
(additional 450 cm2 of surface area) on Day 3 of bioreactor culture showed no effect on cell growth
(Figure 4E), possibly due to minimal cell migration between microcarriers. Complete investigation of
bioprocess parameters that may allow the addition of microcarriers to in fact increase cell yield are
beyond the scope of these studies.

3.4. Addition of Surfactant

While oxygen supply for hMSC culture at this scale (0.1 L) is sufficient through headspace
gassing, sparging is often necessary to increase medium oxygenation to large-scale cultures with
higher densities [50]. As bioreactors are operated at increasing working volumes, the ratio of the
surface area available for headspace gassing to the culture volume decreases, therefore sparging
could be implemented to meet the increasing oxygen demand [51]. The presence of gas bubbles
from sparging, however, are known to cause cell damage and thus addition of a surfactant or
antifoam are often implemented to reduce this damage [52,53]. We evaluated the addition of Pluronic
F68 (PF68), a common surfactant used in cell culture to protect cell membranes from shear [54–56],
at various concentrations and quantified the effect on cell growth in the bioreactor and the post-harvest
cell health. Incorporation of PF68 on Day 3 at concentrations up to 2 g/L did not hinder cell growth
(Figure 5A), however the use of 2 g/L of PF68 in the bioreactor culture reduced the cell expansion
following bioreactor harvest by >50% compared to when 1 g/L PF68 was used (Figure 5B). Therefore,
when sparging is necessary, a dosimetry study of pluronic concentration is necessary to determine the
impact on post-expansion cell health, and in the case of PF68 a concentration of ≤1 g/L is recommended.
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Figure 5. Effect of surfactants on hMSC growth in bioreactor. Addition of pluronic PF68 shows
no effect on cell growth (A), however a high concentration of PF68 (2 g/L) markedly reduces
post-bioreactor expansion (B).

3.5. Bioreactor Harvest Process: Agitation Speed, Quench Hold Time, Quench Solution Temperature

Following 5-day culture, hMSCs were harvested from the bioreactor. To date, the effect of harvest
parameters on hMSC health/characteristics has been mainly focused on the choice of dissociation
buffer and its effect on harvest yield and cell viability [57–59]. Here, we evaluated additional harvest
process parameters, where agitation speed and duration were varied during the cell dissociation from
the microcarriers using trypLE. The effect of dissociation duration in 2D cultures has been previously
shown to affect MSC phenotype [59,60]. In our system, it was observed that high agitation (100 rpm)
for 45 min resulted in the highest post-harvest cell health compared to multiple cycles at various
agitation speeds (Figure 6A).
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quench solution.

Following cell detachment from the microcarriers, the enzymatic reaction was quenched by the
addition of medium. Downstream processing of a large-scale bioreactor process, especially volume
reduction and wash, can often take up to 4 h of processing time [61]; therefore, the effect of processing
time on cell health was investigated. We compared the expansion of cells harvested from the bioreactor,
where cells were plated straight after harvest (0 h) or after 3 h in quench solution. Increase of processing time
to 3 h reduces the post-bioreactor cell expansion up to 54% in one donor (Figure 6B). Process development
for bioreactor harvest and any further downstream processing should therefore be optimized to minimize
time, particularly when scaling up to a production scale. Following harvest, the use of quench solution
at 4 ◦C for 3 h resulted in higher post-bioreactor expansion compared to those using room temperature
quench (25 ◦C) (Figure 6C). Although the difference is small (<20%), longer processing times likely
amplify the disparity between processing at the two different temperatures. The use of a chiller is
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therefore recommended during downstream processing of cells from a large-scale bioreactor to optimize
for cell health.

3.6. Validation of hMSC Expansion in Fed-batch Bioreactor Process and Maintenance of Critical Quality Attributes

Quantification of the effects of various bioreactor process parameters on the cell yield and
post-bioreactor health resulted in an optimized protocol for hMSC expansion in a vertical-wheel
suspension bioreactor (Figure 7A). This fed-batch protocol was validated with expansion of 5 hMSC
donors in bioreactors (Figure 7B).
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Figure 7. Validation of optimized fed-batch bioreactor process and hMSC characterization following
bioreactor culture. (A) Parameters for fed-batch culture in a bioreactor. (B) Validation of optimized
bioreactor culture process in five hMSC donors. (C–G) Verification of cell health, critical quality
attributes, and functionality following bioreactor culture: XF hMSCs expanded in the bioreactor
maintained their cell surface marker expression identity (C), tri-lineage differentiation potential to
osteo-, adipo-, and chondrocytes (E), inducible indoleamine 2,3-dioxygenase (IDO) activity when
stimulated with IFNγ (F), and cytokine secretion profile (G). The health, critical quality attributes,
and functionality of three hMSC donors are comparable for cells harvested from bioreactor and cells
harvested from its respective 2D flask control (In panel E, Scale bar = 400 µm).

Following bioreactor culture, it is important to verify the cell health, quality, and functionality.
The cell health following bioreactor culture was verified by quantifying the subsequent 2D expansion
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of the cells harvested from the bioreactor. For three donors, this cell expansion at P5 was comparable to
each donor’s respective 2D control at similar population doubling level (PDL) (Figure 7C). In addition,
the critical quality attributes (CQAs) of the cells need to be maintained and the functionality of
the cells need to remain intact. Thus, we performed a general analytic panel to ensure CQAs of
hMSCs, including cell identity (i.e., cell surface marker expression), trilineage differentiation potential,
and functionality testing.

We observed that cells harvested from the bioreactor maintained their CQAs of hMSC surface
marker expression of CD14, CD34, CD45, CD73, CD90, CD105 and CD166 (Figure 7D) as well as
osteogenic, adipogenic, and chondrogenic differentiation potential (Figure 7E), therefore meeting
ISCT’s minimal criteria for defining MSCs [62]. In addition, functionality of cells from the bioreactor is
also maintained, as indicated by inducible immunomodulatory potential (as measured by functional
IDO activity) (Figure 7F) and angiogenic cytokine (FGF, HGF, IL-8, TIMP-1, TIMP-2, and VEGF)
secretion (Figure 7G), where these values were comparable to those of cells grown in 2D culture with
similar PDL. While the representative qualitative images for tri-lineage differentiation potential are
shown for a single donor, images for three hMSC donors are presented in Figure S5.

Our developed bioreactor process yielded a range of harvest densities of 2 × 105–6 × 105 cells/mL,
which was within the reported range of hMSC yield in various microcarrier-based bioreactor
systems [63]. Previous studies of hBM-MSC expansion conducted in small scale (≤1 L) microcarrier
suspension bioreactors have yielded 7.5 × 104–4.8 × 105 cells/mL density, with most of the
studies being performed under serum-containing conditions in a 7–14 day bioreactor process [63].
In xeno-free cultures, cell densities of 2 × 105–3 × 105 cells/mL were achieved after 14 days [63].
In comparison, similar yields were achieved in these studies within 5 days of culture using a
fed-batch process.

With this developed fed-batch microcarrier hMSC culture process, scaleup is the necessary
next step to meet the demands for commercial manufacturing. In addition to verifying and further
optimizing these parameters at larger scales, there are other considerations in large-scale production
of hMSCs in bioreactors, such as the availability of platforms for downstream processing [61,64].
For example, while separation of microcarriers from the cells during the harvest step was done using a
100 µm cell strainer in our study, this method is not feasible for processes ≥1 L for which single-use
filter bag technology is more appropriate. Furthermore, a cell concentration step is required prior to
the final formulation and fill of the cell product. Large volume manufacturing of hMSCs demands
scalable technologies for this step such as continuous counterflow centrifugation systems and newer
technologies such as the acoustic wave cell processing, all of which are commercially available.

4. Conclusions

We developed a fed-batch, microcarrier-based bioreactor process, which enhances media
productivity and drives a cost-effective and less labor-intensive hMSC expansion process. In this study,
we determined parameters for various stages of the bioreactor culture: cell number and microcarrier
concentration at inoculation, agitation speed during expansion, feed timing, culture length, as well
as agitation speed and duration during the harvest process. We found that bioreactor inoculation
at 5 cm2 microcarriers surface area per mL of media and cell seeding density of 23,333 cells/mL
resulted in an optimized yield and post-harvest cell health. The addition of a bioreactor feed on
the third day of culture was critical to maintain the cell expansion by replenishing the mitogenic
factors that were depleted from the medium. Our study resulted in an optimized hMSC culture
protocol in a vertical-wheel suspension bioreactor. Our process is robust and works in multiple donors,
and yields hMSCs with maintained expansion capability, phenotypic and functional properties that are
comparable to traditional 2D flask cultures. The evaluated parameters were all investigated due to their
relevance for larger scale production of hMSCs and parameter settings were selected both on biological
response as well as system scalability to move towards production of hMSCs in larger bioreactors
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(>80 L). We intend to continue to scale up this process to development, pilot, and production scale
bioreactors, which are critical steps to generating the cell numbers necessary for clinical therapies.

Supplementary Materials: The following are available online at http://www.mdpi.com/2306-5354/7/3/0073/s1,
Figure S1: 24-hour cell attachment efficiency on microcarriers, Figure S2: Bioreactor-to-bioreactor variability
within an experiment, Figure S3: hMSC cultures were sampled and monitored for cell growth on microcarriers
during bioreactor culture, Figure S4: Depletion of FGF in bioreactor culture, Figure S5: Tri-lineage differentiation
potential (to osteo-, adipo-, and chondrocytes) of 3 hMSC donors, comparing cells harvested from the bioreactor
and each donor’s respective 2D flask control.

Author Contributions: Conceptualization, J.L., R.K., L.T.L., J.A.R. and T.A.; methodology, J.L., R.K., J.D.T.,
T.R.O.; data generation and analysis, J.L., R.K., J.D.T., T.R.O.; writing—original draft preparation, J.L. and R.K.;
writing—review and editing, J.L., R.K., J.A.R. and T.A. All authors have read and agreed to the published version
of the manuscript.

Funding: This work was supported by the Medical Technology Enterprise Consortium (MTEC 16-01-REGEN-02).

Conflicts of Interest: The authors declare no conflicts of interest.

References

1. Olsen, T.R.; Ng, K.S.; Lock, L.T.; Ahsan, T.; Rowley, J.A. Peak MSC-Are We There Yet? Front. Med. (Lausanne)
2018, 5, 178. [CrossRef]

2. Rowley, J.A. Meeting Lot-Size Challenges of Manufacturing Adherent Cells for Therapy. Bioprocess. Int.
2012, 10, 16–22.

3. Simaria, A.S.; Hassan, S.; Varadaraju, H.; Rowley, J.; Warren, K.; Vanek, P.; Farid, S.S. Allogeneic cell therapy
bioprocess economics and optimization: Single-use cell expansion technologies. Biotechnol. Bioeng. 2014, 111,
69–83. [CrossRef]

4. Chen, A.K.-L.; Chew, Y.K.; Tan, H.Y.; Reuveny, S.; Oh, S.K.W. Increasing efficiency of human mesenchymal
stromal cell culture by optimization of microcarrier concentration and design of medium feed. Cytotherapy
2015, 17, 163–173. [CrossRef]

5. Schnitzler, A.C.; Kehoe, D.; Simler, J.; DiLeo, A.; Ball, A. Scale-up of Human Mesenchymal Stem Cells on
Microcarriers in Suspension in a Single-use Bioreactor. Bioprocess. Int. 2012, 25, 28–39.

6. Szczypka, M.; Splan, D.; Woolls, H.; Brandwein, H. Single-Use Bioreactors and Microcarriers. Bioprocess. Int.
2014, 12, 54–64.

7. Yourek, G.; McCormick, S.M.; Mao, J.J.; Reilly, G.C. Shear stress induces osteogenic differentiation of human
mesenchymal stem cells. Regen. Med. 2010, 5, 713–724. [CrossRef] [PubMed]

8. Dong, J.-D.; Gu, Y.-Q.; Li, C.-M.; Wang, C.-R.; Feng, Z.-G.; Qiu, R.-X.; Chen, B.; Li, J.-X.; Zhang, S.-W.;
Wang, Z.-G.; et al. Response of mesenchymal stem cells to shear stress in tissue-engineered vascular grafts.
Acta Pharm. Sin. 2009, 30, 530–536. [CrossRef] [PubMed]

9. Hung, B.P.; Babalola, O.M.; Bonassar, L.J. Quantitative characterization of mesenchymal stem cell adhesion
to the articular cartilage surface. J. Biomed. Mater. Res. A 2013, 101, 3592–3598. [CrossRef] [PubMed]

10. Rafiq, Q.A.; Brosnan, K.M.; Coopman, K.; Nienow, A.W.; Hewitt, C. Culture of human mesenchymal stem
cells on microcarriers in a 5 l stirred-tank bioreactor. Biotechnol. Lett. 2013, 35, 1233–1245. [CrossRef]
[PubMed]

11. Lawson, T.; Kehoe, D.E.; Schnitzler, A.; Rapiejko, P.J.; Der, K.A.; Philbrick, K.; Punreddy, S.; Rigby, S.;
Smith, R.; Feng, Q.; et al. Process development for expansion of human mesenchymal stromal cells in a 50 L
single-use stirred tank bioreactor. Biochem. Eng. J. 2017, 120, 49–62. [CrossRef]

12. Kehoe, D.; Niss, K.; Rook, M.; Punreddy, S.; Murrel, J.; Sunil, N.; Aysola, M.; Jing, D. Growth Kinetics of
Human Mesenchymal Stem Cells in a 3-L Single-Use, Stirred-Tank Bioreactor. Biopharm. Int. 2013, 26, 28–38.

13. Mizukami, A.; Fernandes-Platzgummer, A.; Carmelo, J.G.; Swiech, K.; Covas, D.T.; Cabral, J.M.S.; da Silva, C.L.
Stirred tank bioreactor culture combined with serum-/xenogeneic-free culture medium enables an efficient
expansion of umbilical cord-derived mesenchymal stem/stromal cells. Biotechnol. J. 2016, 11, 1048–1059.
[CrossRef] [PubMed]

14. Croughan, M.; Giroux, D.; Fang, D.; Lee, B. Novel single-use bioreactors for scale-up of Anchorage-dependent
cell manufacturing for cell therapies. In Stem Cell Manufacturing; Cabral, J.M.S., Chase, de Silva, C.L.,
Diogo, M.M., Eds.; Elsevier: Amsterdam, The Netherlands, 2016; pp. 105–139.

http://www.mdpi.com/2306-5354/7/3/0073/s1
http://dx.doi.org/10.3389/fmed.2018.00178
http://dx.doi.org/10.1002/bit.25008
http://dx.doi.org/10.1016/j.jcyt.2014.08.011
http://dx.doi.org/10.2217/rme.10.60
http://www.ncbi.nlm.nih.gov/pubmed/20868327
http://dx.doi.org/10.1038/aps.2009.40
http://www.ncbi.nlm.nih.gov/pubmed/19417732
http://dx.doi.org/10.1002/jbm.a.34647
http://www.ncbi.nlm.nih.gov/pubmed/23744789
http://dx.doi.org/10.1007/s10529-013-1211-9
http://www.ncbi.nlm.nih.gov/pubmed/23609232
http://dx.doi.org/10.1016/j.bej.2016.11.020
http://dx.doi.org/10.1002/biot.201500532
http://www.ncbi.nlm.nih.gov/pubmed/27168373


Bioengineering 2020, 7, 0073 14 of 16

15. Cabral, J.M.S.; da Silva, C.L. Bioreactors for Stem Cell Expansion and Differentiation, 1st ed.; Atala, A.,
Almeida-Porada, G., Eds.; CRC Press: Boca Raton, FL, USA, 2018.

16. Pinto, D.D.S.; Bandeiras, C.; Fuzeta, M.D.A.; Rodrigues, C.A.V.; Jung, S.; Hashimura, Y.; Tseng, R.;
Milligan, W.; Lee, B.; Ferreira, F.C.; et al. Scalable Manufacturing of Human Mesenchymal Stromal
Cells in the Vertical-Wheel Bioreactor System: An Experimental and Economic Approach. Biotechnol. J.
2019, 14, 1800716. [CrossRef] [PubMed]

17. Lee, B.; Giroux, D.; Hashimura, Y.; Starkweather, N.; Rosello, F.; Wesselschmidt, R.; Croughan, M. New Scalable
Manufacturing Platform for Shear-Sensitive Cell Therapy Products. Cytotherapy 2016, 18, S140. [CrossRef]

18. Sousa, M.; Silva, M.M.; Giroux, D.; Hashimura, Y.; Wesselschmidt, R.; Lee, B.; Roldão, A.; Carrondo, M.J.T.;
Alves, P.M.; Serra, M. Production of oncolytic adenovirus and human mesenchymal stem cells in a single-use,
Vertical-Wheel bioreactor system: Impact of bioreactor design on performance of microcarrier-based cell
culture processes. Biotechnol. Prog. 2015, 31, 1600–1612. [CrossRef]

19. Shahdadfar, A.; Frønsdal, K.; Haug, T.; Reinholt, F.P.; Brinchmann, J.E. In vitro expansion of human
mesenchymal stem cells: Choice of serum is a determinant of cell proliferation, differentiation, gene expression,
and transcriptome stability. Stem Cells 2005, 23, 1357–1366. [CrossRef]

20. Cobo, F.; Stacey, G.N.; Hunt, C.; Cabrera, C.; Nieto, A.; Montes, R.; Cortés, J.L.; Catalina, P.;
Barnie, A.; Concha, Á. Microbiological control in stem cell banks: Approaches to standardisation.
Appl. Microbiol. Biotechnol. 2005, 68, 456–466. [CrossRef] [PubMed]

21. Wang, Y.; Han, Z.-B.; Song, Y.-P.; Han, Z.C. Safety of mesenchymal stem cells for clinical application.
Stem Cells Int. 2012, 2012, 652034. [CrossRef] [PubMed]

22. Stute, N.; Holtz, K.; Bubenheim, M.; Lange, C.; Blake, F.; Zander, A.R. Autologous serum for isolation and
expansion of human mesenchymal stem cells for clinical use. Exp. Hematol. 2004, 32, 1212–1225. [CrossRef]
[PubMed]

23. Capelli, C.; Domenghini, M.; Borleri, G.; Bellavita, P.; Poma, R.; Carobbio, A.; Micò, C.; Rambaldi, A.; Golay, J.;
Introna, M.; et al. Human platelet lysate allows expansion and clinical grade production of mesenchymal
stromal cells from small samples of bone marrow aspirates or marrow filter washouts. Bone Marrow Transpl.
2007, 40, 785–791. [CrossRef] [PubMed]

24. Jung, S.; Sen, A.; Rosenberg, L.; Behie, L.A. Identification of growth and attachment factors for the serum-free
isolation and expansion of human mesenchymal stromal cells. Cytotherapy 2010, 12, 637–657. [CrossRef]

25. Goh, T.K.-P.; Zhang, Z.; Chen, A.K.-L.; Reuveny, S.; Choolani, M.; Chan, J.; Oh, S.K.-W. Microcarrier culture for
efficient expansion and osteogenic differentiation of human fetal mesenchymal stem cells. BioRes. Open Access
2013, 2, 84–97. [CrossRef] [PubMed]

26. Frauenschuh, S.; Reichmann, E.; Ibold, Y.; Goetz, P.M.; Sittinger, M.; Ringe, J. A microcarrier-based cultivation
system for expansion of primary mesenchymal stem cells. Biotechnol. Prog. 2007, 23, 187–193. [CrossRef]

27. Santos, F.; Andrade, P.Z.; Abecasis, M.M.; Gimble, J.M.; Chase, L.G.; Campbell, A.M.; Boucher, S.; Vemuri, M.C.;
Da Silva, C.L.; Cabral, J.M.S. Toward a clinical-grade expansion of mesenchymal stem cells from human
sources: A microcarrier-based culture system under xeno-free conditions. Tissue Eng. Part C Methods
2011, 17, 1201–1210. [CrossRef] [PubMed]

28. Heathman, T.R.J.; Glyn, V.A.M.; Picken, A.; Rafiq, Q.A.; Coopman, K.; Nienow, A.W.; Kara, B.; Hewitt, C.
Expansion, harvest and cryopreservation of human mesenchymal stem cells in a serum-free microcarrier
process. Biotechnol. Bioeng. 2015, 112, 1696–1707. [CrossRef]

29. Nienow, A.; Rafiq, Q.A.; Coopman, K.; Hewitt, C. A potentially scalable method for the harvesting of hMSCs
from microcarriers. Biochem. Eng. J. 2014, 85, 79–88. [CrossRef]

30. Rowley, J.A.; Montgomery, S.A. The Need for Adherent Cell Manufacturing: Production Platform and Media
Strategies Drive Cell Production Economics. BioProcess Int. 2018, 16, 34–49.

31. The Glossary for Cell & Gene Therapy and Regenerative Medicine. Regen. Med. 2018, 13, 1–124.
32. Gjoka, X.; Gantier, R.; Schofield, M. Going from Fed-Batch to Perfusion. Biopharm. Int. 2017, 30, 32.
33. Abraham, E.; Gupta, S.; Jung, S.; McAfee, E. Bioreactor for Scale-Up: Process Control, in Mesenchymal

Stromal Cells: Translational Pathways to Clinical Adoption; Viswanathan, S., Hematti, P., Eds.; Elsevier:
Amsterdam, The Netherlands, 2016.

34. Krampera, M.; Galipeau, J.; Shi, Y.; Tarte, K.; Sensebé, L. Immunological characterization of multipotent
mesenchymal stromal cells—The International Society for Cellular Therapy (ISCT) working proposal.
Cytotherapy 2013, 15, 1054–1061. [CrossRef] [PubMed]

http://dx.doi.org/10.1002/biot.201800716
http://www.ncbi.nlm.nih.gov/pubmed/30945467
http://dx.doi.org/10.1016/j.jcyt.2016.03.275
http://dx.doi.org/10.1002/btpr.2158
http://dx.doi.org/10.1634/stemcells.2005-0094
http://dx.doi.org/10.1007/s00253-005-0062-2
http://www.ncbi.nlm.nih.gov/pubmed/16012832
http://dx.doi.org/10.1155/2012/652034
http://www.ncbi.nlm.nih.gov/pubmed/22685475
http://dx.doi.org/10.1016/j.exphem.2004.09.003
http://www.ncbi.nlm.nih.gov/pubmed/15588946
http://dx.doi.org/10.1038/sj.bmt.1705798
http://www.ncbi.nlm.nih.gov/pubmed/17680021
http://dx.doi.org/10.3109/14653249.2010.495113
http://dx.doi.org/10.1089/biores.2013.0001
http://www.ncbi.nlm.nih.gov/pubmed/23593561
http://dx.doi.org/10.1021/bp060155w
http://dx.doi.org/10.1089/ten.tec.2011.0255
http://www.ncbi.nlm.nih.gov/pubmed/21895491
http://dx.doi.org/10.1002/bit.25582
http://dx.doi.org/10.1016/j.bej.2014.02.005
http://dx.doi.org/10.1016/j.jcyt.2013.02.010
http://www.ncbi.nlm.nih.gov/pubmed/23602578


Bioengineering 2020, 7, 0073 15 of 16

35. François, M.; Galipeau, J. New insights on translational development of mesenchymal stromal cells for
suppressor therapy. J. Cell. Physiol. 2012, 227, 3535–3538. [CrossRef] [PubMed]

36. Meisel, R.P.; Zibert, A.; Laryea, M.; Gobel, U.; Daubener, W.; Dilloo, D. Human bone marrow stromal cells
inhibit allogeneic T-cell responses by indoleamine 2,3-dioxygenase-mediated tryptophan degradation. Blood
2004, 103, 4619–4621. [CrossRef]

37. Boomsma, R.A.; Geenen, D.L. Mesenchymal stem cells secrete multiple cytokines that promote angiogenesis
and have contrasting effects on chemotaxis and apoptosis. PLoS ONE 2012, 7, e35685. [CrossRef]

38. Duffy, G.; Ahsan, T.; O’Brien, T.; Barry, F.; Nerem, R.M. Bone marrow-derived mesenchymal stem cells
promote angiogenic processes in a time- and dose-dependent manner in vitro. Tissue Eng. Part A 2009, 15,
2459–2470. [CrossRef]

39. Kwon, H.M.; Hur, S.-M.; Park, K.-Y.; Kim, C.; Kim, Y.-M.; Kim, H.-S.; Shin, H.-C.; Won, M.H.; Ha, K.-S.;
Kwon, Y.-G.; et al. Multiple paracrine factors secreted by mesenchymal stem cells contribute to angiogenesis.
Vasc. Pharm. 2014, 63, 19–28. [CrossRef]

40. Ferrari, C.; Balandras, F.; Guedon, E.; Olmos, E.; Chevalot, I.; Marc, A. Limiting cell aggregation during
mesenchymal stem cell expansion on microcarriers. Biotechnol. Prog. 2012, 28, 780–787. [CrossRef] [PubMed]

41. Caruso, S.R.; Orellana, M.D.; Mizukami, A.; Fernandes, T.R.; Fontes, A.; Suazo, C.A.T.; Oliveira, V.D.C.;
Covas, D.T.; Swiech, K. Growth and functional harvesting of human mesenchymal stromal cells cultured on
a microcarrier-based system. Biotechnol. Prog. 2014, 30, 889–895. [CrossRef]

42. Bartosh, T.J.; Ylostalo, J.; Mohammadipoor, A.; Bazhanov, N.; Coble, K.; Claypool, K.; Lee, R.H.; Choi, H.;
Prockop, D.J. Aggregation of human mesenchymal stromal cells (MSCs) into 3D spheroids enhances their
antiinflammatory properties. Proc. Natl. Acad. Sci. USA 2010, 107, 13724–13729. [CrossRef] [PubMed]

43. Jossen, V.; Schirmer, C.; Sindi, D.M.; Eibl, R.; Kraume, M.; Pörtner, R.; Eibl, D. Theoretical and Practical
Issues That Are Relevant When Scaling Up hMSC Microcarrier Production Processes. Stem Cells Int.
2016, 2016, 4760414. [CrossRef]

44. Wong, D.C.F.; Wong, K.T.K.; Goh, L.T.; Heng, C.-K.; Yap, M.G.S. Impact of dynamic online fed-batch strategies
on metabolism, productivity and N-glycosylation quality in CHO cell cultures. Biotechnol. Bioeng. 2005, 89,
164–177. [CrossRef] [PubMed]

45. Ofiteru, I.D.; Lavric, V.; Woinaroschy, A. A sensitivity analysis of the fed-batch animal-cell bioreactor with
respect to some control parameters. Biotechnol. Appl. Biochem. 2005, 41 Pt 1, 29–35. [CrossRef]

46. Ohlson, S.; Branscomb, J.; Nilsson, K. Bead-to-bead transfer of Chinese hamster ovary cells using macroporous
microcarriers. Cytotechnology 1994, 14, 67–80. [CrossRef] [PubMed]

47. Wang, Y.; Ouyang, F. Bead-to-bead transfer of Vero cells in microcarrier culture. Cytotechnology 1999, 31,
221–224. [CrossRef] [PubMed]

48. Leber, J.; Barekzai, J.; Blumenstock, M.; Pospisil, B.; Salzig, D.; Czermak, P. Microcarrier choice and
bead-to-bead transfer for human mesenchymal stem cells in serum-containing and chemically defined media.
Process. Biochem. 2017, 59, 255–265. [CrossRef]

49. Rafiq, Q.A.; Ruck, S.; Hanga, M.P.; Heathman, T.R.; Coopman, K.; Nienow, A.W.; Williams, D.J.; Hewitt, C.
Qualitative and quantitative demonstration of bead-to-bead transfer with bone marrow-derived human
mesenchymal stem cells on microcarriers: Utilising the phenomenon to improve culture performance.
Biochem. Eng. J. 2018, 135, 11–21. [CrossRef]

50. Panchalingam, K.M.; Jung, S.; Rosenberg, L.; Behie, L.A. Bioprocessing strategies for the large-scale production
of human mesenchymal stem cells: A review. Stem Cell Res. Ther. 2015, 6, 225–265. [CrossRef]

51. Nienow, A.W.; Coopman, K.; Heathman, T.R.J.; Rafiq, Q.A.; Hewitt, C.J. Bioreactor Engineering Fundamentals
for Stem Cell Manufacturing. In Stem Cell Manufacturing; Cabral, J.M.S., de Silva, C.L., Chase, L.G.,
Diogo, M.M., Eds.; Elsevier: Amsterdam, The Netherlands, 2016; pp. 43–75.

52. Chisti, Y. Animal-cell damage in sparged bioreactors. Trends Biotechnol. 2000, 18, 420–432. [CrossRef]
53. Zhang, S.; Handa-Corrigan, A.; Spier, R. Foaming and media surfactant effects on the cultivation of animal

cells in stirred and sparged bioreactors. J. Biotechnol. 1992, 25, 289–306. [CrossRef]
54. Leung, H.W.; Chen, A.; Choo, A.; Reuveny, S.; Oh, S.K.-W. Agitation can induce differentiation of human

pluripotent stem cells in microcarrier cultures. Tissue Eng. Part C Methods 2011, 17, 165–172. [CrossRef]
55. Lecina, M.; Ting, S.; Choo, A.; Reuveny, S.; Oh, S. Scalable platform for human embryonic stem cell

differentiation to cardiomyocytes in suspended microcarrier cultures. Tissue Eng. Part C Methods 2010, 16,
1609–1619. [CrossRef] [PubMed]

http://dx.doi.org/10.1002/jcp.24081
http://www.ncbi.nlm.nih.gov/pubmed/22378308
http://dx.doi.org/10.1182/blood-2003-11-3909
http://dx.doi.org/10.1371/journal.pone.0035685
http://dx.doi.org/10.1089/ten.tea.2008.0341
http://dx.doi.org/10.1016/j.vph.2014.06.004
http://dx.doi.org/10.1002/btpr.1527
http://www.ncbi.nlm.nih.gov/pubmed/22374883
http://dx.doi.org/10.1002/btpr.1886
http://dx.doi.org/10.1073/pnas.1008117107
http://www.ncbi.nlm.nih.gov/pubmed/20643923
http://dx.doi.org/10.1155/2016/4760414
http://dx.doi.org/10.1002/bit.20317
http://www.ncbi.nlm.nih.gov/pubmed/15593097
http://dx.doi.org/10.1042/BA20030215
http://dx.doi.org/10.1007/BF00772197
http://www.ncbi.nlm.nih.gov/pubmed/7765114
http://dx.doi.org/10.1023/A:1008079013375
http://www.ncbi.nlm.nih.gov/pubmed/19003145
http://dx.doi.org/10.1016/j.procbio.2017.03.017
http://dx.doi.org/10.1016/j.bej.2017.11.005
http://dx.doi.org/10.1186/s13287-015-0228-5
http://dx.doi.org/10.1016/S0167-7799(00)01474-8
http://dx.doi.org/10.1016/0168-1656(92)90162-3
http://dx.doi.org/10.1089/ten.tec.2010.0320
http://dx.doi.org/10.1089/ten.tec.2010.0104
http://www.ncbi.nlm.nih.gov/pubmed/20590381


Bioengineering 2020, 7, 0073 16 of 16

56. Hewitt, C.; Lee, K.; Nienow, A.W.; Thomas, R.; Smith, M.; Thomas, C.R. Expansion of human mesenchymal
stem cells on microcarriers. Biotechnol. Lett. 2011, 33, 2325–2335. [CrossRef] [PubMed]

57. Weber, C.; Pohl, S.; Pörtner, R.; Wallrapp, C.; Kassem, M.; Geigle, P.; Czermak, P. Expansion and Harvesting
of hMSC-TERT. Open Biomed. Eng. J. 2007, 1, 38–46. [CrossRef]

58. Heng, B.C.; Cowan, C.M.; Basu, S. Comparison of enzymatic and non-enzymatic means of dissociating
adherent monolayers of mesenchymal stem cells. Biol. Proced. Online 2009, 11, 161–169. [CrossRef]

59. Tsuji, K.; Ojima, M.; Otabe, K.; Horie, M.; Koga, H.; Sekiya, I.; Muneta, T. Effects of Different Cell-Detaching
Methods on the Viability and Cell Surface Antigen Expression of Synovial Mesenchymal Stem Cells.
Cell Transpl. 2017, 26, 1089–1102. [CrossRef] [PubMed]

60. Potapova, I.A.; Brink, P.R.; Cohen, I.S.; Doronin, S.V. Culturing of human mesenchymal stem cells as
three-dimensional aggregates induces functional expression of CXCR4 that regulates adhesion to endothelial
cells. J. Biol. Chem. 2008, 283, 13100–13107. [CrossRef]

61. Pattasseril, J.; Varadaraju, H.; Lock, L.; Rowley, J.A. Downstream technology landscape for large-scale
therapeutic cell processing. Bioprocess. Int. 2013, 11, 38–47.

62. Dominici, M.; Le Blanc, K.; Mueller, I.; Slaper-Cortenbach, I.; Marini, F.; Krause, D.; Deans, R.;
Keating, A.; Prockop, D.; Horwitz, E. Minimal criteria for defining multipotent mesenchymal stromal cells.
The International Society for Cellular Therapy position statement. Cytotherapy 2006, 8, 315–317. [CrossRef]
[PubMed]

63. Tsai, A.-C.; Jeske, R.; Chen, X.; Yuan, X.; Li, Y. Influence of Microenvironment on Mesenchymal Stem Cell
Therapeutic Potency: From Planar Culture to Microcarriers. Front. Bioeng. Biotechnol. 2020, 8, 640. [CrossRef]

64. Rowley, J. Developing Cell Therapy Biomanufacturing Processes. Chem. Eng. Process. 2010, 106, 50–55.

© 2020 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.1007/s10529-011-0695-4
http://www.ncbi.nlm.nih.gov/pubmed/21769648
http://dx.doi.org/10.2174/1874120700701010038
http://dx.doi.org/10.1007/s12575-009-9001-4
http://dx.doi.org/10.3727/096368917X694831
http://www.ncbi.nlm.nih.gov/pubmed/28139195
http://dx.doi.org/10.1074/jbc.M800184200
http://dx.doi.org/10.1080/14653240600855905
http://www.ncbi.nlm.nih.gov/pubmed/16923606
http://dx.doi.org/10.3389/fbioe.2020.00640
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/.

	Introduction 
	Materials and Methods 
	hMSC Planar Culture for Seed Train 
	hMSC Bioreactor Culture 
	Bioreactor Sampling 
	In-Vessel Harvest 
	Analysis of Cell Health, Quality Attributes and Functionality 
	Cell Health Analysis 
	Tri-Lineage Differentiation 
	Flow Cytometry for Cell Surface Marker Expression 
	Immunomodulatory Function 
	Angiogenic Cytokine Secretion 

	Statistical Analysis 

	Results and Discussion 
	Cell and Microcarrier Inoculation Concentration in a Fixed Media Volume 
	Bioreactor Seeding Strategies: Cell and Microcarrier Concentrations at Inoculation 
	Bioreactor Culture Parameters: Agitation Speed, Day of Bioreactor Feed, Microcarrier Addition 
	Addition of Surfactant 
	Bioreactor Harvest Process: Agitation Speed, Quench Hold Time, Quench Solution Temperature 
	Validation of hMSC Expansion in Fed-batch Bioreactor Process and Maintenance of Critical Quality Attributes 

	Conclusions 
	References

